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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE APPLICANT AS:
BTOYU T IVIEBEICLVREESh, BEICRDoTHRBETUVELE:

SAMPLE NAME : UV ACE Ink Series

CLIENT REF.NO

SAMPLE RECEIVED : 2020/11/30

TESTING DATE : 2020/11/30 TO 2020/12/08

TEST REQUESTED : SELECTED TEST(S) AS REQUESTED BY CLIENT.

SHEE SHEBRBEDOERICIVET,

TEST METHOD(S) :  WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
SWAE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHS1041E D 2 T I X & FThRDIEC62321 S LELT -,
ZFRUADIEEPEIZOVWTIEZENENICRBLE A ZTHOETLVEL .

TEST RESULT(S) :  PLEASE REFER TO THE NEXT PAGE(S).
SR UTOR—IZTSREALET,

AL A FF

Fumitaka Maruyama / Quality Officer
Central Chemical Laboratory
SGS Japan Inc.

S —
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TEST RESULT(S)
ITEM(S) UNIT __ RESULT METHOD INST./PLACE _ MDL
CADMIUM(Cd) me/kg N.D. IEC62321-5: 2013 ICP-OES 2
LEAD(Pb) mg/kg N.D. IEC62321-5: 2013 ICP-OES 2
MERCURY(Hg) me/kg N.D. IEC62321-4: 2013+AMD1: 2017 ICP-OES 2
CHROMIUM(Cr) me/kg N.D. IEC62321-5: 2013/EPA3052 ICP-OES 2
Polybrominated biphenyls(PBBs)
Monobromobiphenyl mg/ke N.D. 5
Dibromobiphenyl me/keg N.D. 5
Tribromobiphenyl me/ke N.D. 5
Tetrabromobiphenyl me/kg N.D. 5
Pentabromobiphenyl mg/keg N.D. L 5
Hexabromobiphenyl mg/ke N.D. IEGG2321~6: 2015 Sarus 5
Heptabromobiphenyl me/kg N.D. 5
Octabromobiphenyl mg/ke N.D. 5
Nonabromobiphenyl me/ke N.D. 5
Decabromobiphenyl mg/kg N.D. 5
Polybrominated diphenyl ethers(PBDEs)
Monobromodiphenyl ether me/kg N.D. 5
Dibromodiphenyl ether mg/keg N.D. 5
Tribromodiphenyl ether me/kg N.D. 5
Tetrabromodiphenyl ether me/kg N.D. 5
Pentabromodiphenyl ether mg/kg N.D. & 5
Hexabromodiphenyl ether mg/kg N.D. IEBaE-—5 2015 GC/MS 5
Heptabromodiphenyl ether mg/ke N.D. 5
Octabromodiphenyl ether mg/ke N.D. 5
Nonabromodiphenyl ether me/ke N.D. 5
Decabromodiphenyl ether mg/kg N.D. 5
PHTHALATES
DIBUTYL PHTHALATE(DBP) me/kg N.D. IEC62321-8: 2017 GC/MS 50
DI(2-ETHYLHEXYL) PHTHALATE(DEHP) meg/kg N.D. I[EC62321-8: 2017 GC/MS 50
BUTYLBENZYL PHTHALATE(BBP) me/kg N.D. [EC62321-8: 2017 GC/MS 50
DISOBUTYL PHTHALATE(DIBP) mg/kg N.D. IEC62321-8: 2017 GC/MS 50
NOTES: mg/kg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MDL = Method Detection Limit
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S 78—F »—F MEASUREMENT FLOW CHART
NEEN RN EBICELTEHBETE o BLTVET,

The sample was dissolved/ decomposed totally by acid pre—conditioning method according to below flow chart.
2)Cd, Pb, Hg, Cr, Cr(VI), PBB/PBDE

#3823 Name of the person in charge of measurement: ffJIl 523 Ryohei Fukawa
) HTE{EH Name of the person responsible for measurement: XA E 3 Mayumi Otani

| HyT142% - F#{RH Cutting*Preparation |
Cd, Pb, Hg, Cr cr(VD PBB/PBDE
\ 4 v VL
e FE BE
Sample measurement Sample measurement Sample measurement
v \ 4 v
BHR/ BIRRICKDEE/ A5 7 - ARBEHE
(HNO,, HCI, HF ) 7’é’ jtJ” tf&%E yﬁ/ I.%%T't?*%’?ﬂj Solvert extraction
Decomposition under closed/ open system xtrac loln y/aba.ll.ne solution an
(HN03, HCI, HF, etc.) solvent/ boiling water
v \ 4 v
A3 Filtration | AH- i e - AR
Cooling*Filtration Concentration*Dilution
A\ 4 A\ 4
Bk 25 v
Solution Residue

ST IVAILIATK FHn-pHER R
2 Add diphenylcarbazide *

TIVAUER pH adjustment

Alkali fusion

\ 4 \ 4 A\ 4 h 4 \4
[ ICP-OES, ICP-MS, AAS ] | UV/VIS ] | GC/MS ]
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SHr70—Fv—k MEASUREMENT FLOW CHART

1) #7382 F Name of the person in charge of measurement: ffJIl 5&F Ryohei Fukawa
) HrE {EE Name of the person responsible for measurement: K& EH3E Mayumi Otani

25! QI. I—l = g N . .
PHTIfHALAxTESb HNyF 124 « F#{F Cutting=Preparation
\ 4

fF= Sample measurement

v
B4 Solvent extraction

A\ 4
TafE-#5IR Concentration *Dilution

A4
GC/MS
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SAMPLE IMAGE
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