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SAMPLE NAME

CLIENT REF.NO

HI ACE Ink Series

THE ABOVE SAMPLE(S) AND INFORMATION WERE PROVIDED BY THE APPLICANT.
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TEST RESULT(S)
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PIN CODE: 4153E321

15-Jan-2024

15-Jan-2024 to 24-Jan-2024

SELECTED TEST(S) AS REQUESTED BY CLIENT.
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WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.
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PLEASE REFER TO THE NEXT PAGE(S).
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Test Result(s)

Test Item(s)/ Location Method Unit MDL Result
Cadmium(Cd) IEC62321-5: 2013, ICP-OES mg/kg 2 N.D.
Lead(Pb) IEC62321-5: 2013, ICP-OES mg/kg 2 N.D.
Mercury(Hg) IEC62321-4: 2013+AMD1: 2017, ICP-OES mg/kg 2 N.D.
Chromium(Cr) IEC62321-5: 2013/EPA3052, ICP-OES mg/kg 2 N.D.
Polybrominated biphenyl(PBBs)

Monobromobiphenyl I[EC62321-6: 2015, GC/MS mg/kg 5 N.D.
Dibromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Tribromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Tetrabromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Pentabromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Hexabromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Heptabromobipheny! IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Octabromobiphenyl I[EC62321-6: 2015, GC/MS mg/kg 5 N.D.
Nonabromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Decabromobiphenyl IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Polybrominated diphenyl ether(PBDEs)

Monobromodiphenyl! ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Dibromodiphenyl ether I[EC62321-6: 2015, GC/MS mg/kg 5 N.D.
Tribromodiphenyl ether I[EC62321-6: 2015, GC/MS mg/kg 5 N.D.
Tetrabromodipheny! ether [EC62321-6: 2015, GC/MS mg/kg 5 N.D.
Pentabromodiphenyl ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Hexabromodiphenyl ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Heptabromodiphenyl ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Octabromodiphenyl! ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Nonabromodiphenyl ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Decabromodiphenyl ether IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Diisobutyl phthalate(DIBP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
Dibutyl phthalate(DBP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
Butylbenzyl Phthalate(BBP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
Di(2-ethylhexyl) phthalate(DEHP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
NOTE: mg/kg = ppm, MDL = Method Detection Limit, N.D. = Not Detected
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S H70—Fv—b MEASUREMENT FLOW CHART
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The sample was dissolved/ decomposed totally by acid pre-conditioning method according to below flow chart.
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Sample Image

*% End of Report *%

This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at hitp://www.sgs.com Attention is drawn
to the limitation of liability, indemnification and jurisdiction issues defined therein. Unless olherwise stated the resulis shown in th Report refer only to the samples(s) t d
This Test Report cannot be reproduced except, in full, without prior approval of the Company Any unauthorized alteration, forgery or falsification of the content or appearance
of this test report is unlawful and offenders may be the fullest extent of the law.
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