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YoTIN4E 1 UVI—R foF%21)—X
ittt A —4—No.
THE ABOVE SAMPLE(S) AND INFORMATION WERE PROVIDED BY THE APPLICANT.
EEROYUT LA VICIERITERICLYIRHShELE,
SAMPLE RECEIVED 1 20244018158
Yo IZ4ER
TESTING DATE 1 20244£01 A15H - 2024401 8248
ST ERE
TEST REQUESTED :  SELECTED TEST(S) AS REQUESTED BY CLIENT.
SHrER SWEEEBEOERICEYET,
TEST METHOD(S) :  WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
PRAEE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.
RoHS10M1 & D T IS B DIEC623212 S BLEL T,
TRUNDIEEREICONTIEFNFNICRBEL S ETHNETVELR,

TEST RESULT(S) :  PLEASE REFER TO THE NEXT PAGE(S).
SHTER UTDR—CEZSEBREVNEY,

b X

RNEFEE / il X8

SGST iR S

FEANSRIM)—
PIN CODE: 6CC2BC8B
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R—:20f5

TR

SHEB /BT baX Wk By MDL R
ARE L(Cd) IEC62321-5: 2013, ICP-OES mg/kg 2 N.D.
£8(Pb) IEC62321-5: 2013, ICP-OES mg/kg 2 N.D.
7KER(Hg) IEC62321-4: 2013+AMD1: 2017, ICP-OES mg/kg 2 N.D.
404(Cr) IEC62321-5: 2013/EPA3052, ICP-OES mg/kg 2 N.D.
RYTOEEIz=JL(PBBs)
E/7OEETZZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
SJOEEZzZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
rM)7REETZZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
FrSTOEETZZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
RoA7OEETIZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
AFYITOEETZZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
AFEIOEETIIZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
Ao4T0EETz=IL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
JFI7REEZz=ZIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
ThIOEEZzZL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
RYITOESTIT=) T—FIL(PBDEs)
E/JOESTIIZIL T—FI IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
o7aEYIIZIIL I—FIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
rM)7REDIZZIL I—FIL IEC62321-6: 2015, GC/MS mg/ke 5 N.D.
FrSTOES T T—FI IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
RATOEDS Iz T—FIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
AFHIOEDS Tz T—FIL IEC62321-6: 2015, GC/MS me/kg 5 N.D.
ATEITOESTIZIIL T—FIL IEC62321-6: 2015, GC/MS mg/ke 5 N.D.
AHU2T0ESTIIZIIL T—FIL IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
JF70ESIIZII T—FI IEC62321-6: 2015, GC/MS mg/kg 5 N.D.
FTHIOESIZZII T—FI IEC62321-6: 2015, GC/MS meg/ke 5 N.D.
2B AV TFIL(DIBP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
TH )BT FIL(DBP) IEC62321-8: 2017, GC/MS meg/kg 50 N.D.
TRIVEETF LA JL(BBP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
TR (2-TF LA JL)XDEHP) IEC62321-8: 2017, GC/MS mg/kg 50 N.D.
% : mg/kg = ppm, MDL(Method Detection Limit) = 755 FB{E, N.D. = B3
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S HT70—Fr—hk MEASUREMENT FLOW CHART

BoRNLEBIIELTHEERZSBLTLET,
The sample was dissolved/ decomposed totally by acid pre~conditioning method according to below flow chart.

| FUTAoD "Fz_ﬁ Cutting-Preparation 1
| Cd. Pb, Hg, Cr | Cr(vD | PBB/PBDE
[E33 EE3 3 23
Sample measurement Sample measurement Sample measurement
v h 4 A 4
BRAR/ FIRRICL DB/ MMz . - FHEE A
(HNO,, HCI, HF %) 71:3' ,: Y tt'ﬁub;sylt/l‘m H?{(l:—&%ﬂg&i Solvent extraction
Decomposition under closed/ open system xtraction \;/a aline solution an
(HNO,, HCI, HF, etc.) solvent/ boiling water
] ,,
1 A3 Filtration | A Al B
| Cooling*Filtration Concentration * Dilution
A 4
BB &5 v
Solution Residue
CITZNANNDE F-pHIRE
A 4 Add diphenylcarbazide
FILH) Bk pH adjustment
Alkali fusion
v y v \ 4 v
1 ICP-OES, ICP-MS, AAS | | UV/VIS 1 | GC/MS 1
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S 70—Fvy—bk MEASUREMENT FLOW CHART
2BNEBIRTIL o ; . .
7PH1l:H A:EA%I'ESD huT 4% - FH#{# Cutting*Preparation
v
8 Sample measurement
\ 4
BIEHH Solvent extraction
v
BB - FIR Concentration-Dilution
\ 4
GC/MS
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at htip://www.sgs.com. Attention is drawn
to the limitation of liability, indemnification and jurisdiction issues defined therein. Unless otherwise stated the results shown in this Test Report refer only to the samples(s) tested
This Test Report cannot be reproduced except, in full, without prior approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance A 3 2 7 5 8 6

of this test report is unlawful and offenders may be prosecuted to the fullest extent of the law.
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